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WAVE MANUFACTURING LLC
2570 CORPORATE PLACE STE. E-100,
MONTEREY PARK, CALIFORNIA 91754, USA
The following samples were submitted and identified by/on behalf of the client as:
Sample Description  : MINITISSUE
Detail of Sample :  FABRIC MINI TISSUE, POLYBAG PACKED.
Sample Quantity : 9PCS
SGS Ref. No. - GLHGR080808076CM
Labeled Age Grading - NOT STATED
Requested Age Grading 3 YEARS UP
Age Group Applied in Testing : OVER 3 YEARS
Sample Receiving Date :AUG 05, 2008
Further Information Date cAUG 12, 2008
Testing Period ' AUG 05, 2008 TO AUG 13, 2008
Test Requested Result
Although this is not a toy, SGS were requested to test for compliance with the
European Standard on Safety of Toys :-
- EN71 Part 1:2005 +A4:2007 — Mechanical and Physical Properties Pass (Except Clause 7.1)
- EN71 Part 2:2006 +A1:2007 - Flammability of Toys Pass
- EN71 Part 3:1994 +A1:2000 + AC:2002 - Migration of Certain Elements Pass

Frmmeene FOR FURTHER DETAILS, PLEASE REFER TO THE FOLLOWING PAGE(S) **exrkuerns

Signed for and on behalf of
SGS-CSTC Ltd.

S

k" Tat Wah, Wallace
Sr. Technical Manager
HOKLAS Approved Signatories
Hong Kong Accreditation Service (HKAS) has accredited this laboratory under the Hong Kong Laboratory Accreditation Scheme (HOKLAS) for specific laboratory
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terms of accreditation.
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Resuits :

European Standard on Safety of Toys

- Mechanical and Physical Properties

AS SPECIFIED IN EUROPEAN STANDARD ON SAFETY OF TOYS EN71 PART 1: 2005 INCLUDING

AMENDMENT 1 APPROVED BY CEN ON 2007-01-10, AMENDMENT 3 APPROVED BY CEN ON 20086-09-07,
AMENDMENT 4 APPROVED BY CEN ON 2007-03-13 AND THE CORRIGENDUM ISSUED IN 2006.

Clause Description Result

4 General requirements

41 Material (by visual @ssessment)...............co Pass

4.7 BAges .. Pass

4.8 Points and WIres ... Pass

5 Toys intended for children under 36 months

5.1 General requirements ............. See Remark 1

(Remark 1 : Mini tissue is small parts as received. It is acceptable because
appropriate age warning was found on the packaging.)
Packaging ...
Warnings and instructions for use
A General Requirements ......................... See Remark 2
(Remark 2 : Itis drawn to your attention that the name and address of importer in
EEC country and the advice statement for keeping relevant information should
appear as specified in clause 7.1 of this standard.)
7.2 Toys not intended for children under 36 months ... ... ... Pass
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- Flammability of Toys

AS SPECIFIED IN EUROPEAN STANDARD ON SAFETY OF TOYS EN71 PART 2: 2006 INCLUDING
CORRIGENDUM 1 ISSUED BY CEN ON 17 MAY 2006 AND AMENDMENT 1 APPROVED BY CEN ON 2007-
02-08.

Clause Description Resuit
4.1 General Requirements .. ... ... Pass
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Heng Kong Accreditation Service (HKAS) has accredited this laboratory under the Hong Kong Laboratory Accreditation Scheme {HOKLAS) for specific laboratory
activities as listed in the HOKLAS directory of accredited laboratories. The results shown in this report were determined by this laboratory in accordance with its
terms of accreditation.
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- Migration of Certain Elements

AS SPECIFIED IN EUROPEAN STANDARD ON SAFETY OF TOYS EN71 PART 3 : 1994 (INCLUDES
AMENDMENT A1:2000 AND AMENDMENT AC:2002) - MIGRATION OF CERTAIN ELEMENTS.
ANALYSIS WAS PERFORMED BY INDUCTIVELY COUPLED PLASMA ATOMIC EMISSION
SPECTROMETER.

Element 1 Limit
Soluble Lead (Pb) < 5 90 mg/kg
Scluble Antimony (Sb) < 8 60 mg/kg
Soluble Arsenic  (As) < 5 25 mg/kg
Soluble Barium  (Ba) <10 1000 mg/kg
Soluble Cadmium (Cd) < 5 75 mg/kg
Soluble Chremium {Cr} < 5 60 mg/kg
Soluble Mercury  (Hg) <B.7 80 mg/kg
Soluble Selenium (Se) <10 500 mg/kg

Specimen Description:
1. White unwoven

- <= Less than
- Results shown are of the adjusted analytical results.

N.B.: -  Only applicable clauses were shown.
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terms of accreditation.
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Sample Photo:

SGS authenticate the photo on original report only

*** End of Report ***

Hopg Kong Accreqitation Service (HKAS) has accredited this laboratory under the Hong Kong Laboratory Accreditation Scheme (HOKLAS) for specific laboratary
activities as listed in the HOKLAS directory of accredited laboratories. The results shown in this report were determined by this laboratory in accordance with its
terms of accreditation.

This document is issued by the Company under its General Gonditions of Service printed overleaf or availlable on request and accessible at http://iwww.sgs.comiterms.and conditions.

him. Attention jadrawn to the [imitation of liabiiity, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon

ndings at the time of its intervention only and within the limits of Client's instructions, if any. The Company's sole responsibility is to its Client and this
Wate parties to a transaclion from exercising all their rights and obligations under the transaction documents. Any unauthorized alteration, forgery or
X @ppearance of this documentis unlawful and offenders may be prosecuted to the fullest extent of the law.

sults shown in this test report refer only to the sample(s) tested and such sample(s) are retained for 30 days only. This document cannot be reproduced
#gproval of the Company.

2,4,51F, Oastar Building, Zhongkang Road, Shangmeilin, Shenzhen, China 518048 t (86-755)83114358  f (86-755)83106190 WWW.CN.SgS.com
PRE Rl R R LIAKE2,4 55  Hi4E: 518040 t (8675683114358 £ (86-755)83106190 e sgs.china@sgs com



